Part 1. Report Cover
Report Number: DLAWO03A Report Date: 7 May 01
Previ ous Report Number: 99AYP012 Report Date: 30 Apr 91

Title: Performance Oiented Packagi ng Testing of a
PPP-B- 601, Type 2, Style A, Donestic, C eated-Plywod Box Wth
Ski ds, 28 inches by 20 inches by 16 inches (I1D), Containing
5.6 Quart, Tall, Round, Paint Cans Fitted with Hazl oc Ri ngs
(Qy of 6) for Liquids-Packing Goups I, Il, and |11
(AI'l Surface Moddes) (Not acceptable for Mlitary Air)

Responsi bl e Individual: Francis S. Flynn

Perform ng Activity: LOGSA Packagi ng, Storage,
and Contai nerization Center
ATTN.  AMKLS-T
11 Hap Arnol d Boul evard
Tobyhanna, PA 18466-5097

Perform ng Activity's Reference(s): 9HTRR TE 35-97;
AMC 13- 88

Report Type: Interim Fi nal
DTIC Distribution: NA

Requesti ng Organi zati on:
Def ense Logi stics Agency
Defense Distribution Center
ATTN DDC J-3/J-4-0
2001 M ssion Drive
New Cunberl and PA 17070-5000

Requesting Organi zation's Reference(s):
DLA Menp, 6 Dec 00



Test Results: single X conbi nation

Section |.

Pre-test Conditions

RN:

For initial testing, one box was received in new condition,
DDSP post box fabrication shop.

DLAWO3A

conposite

fromthe

The followi ng identification schema desi gnates the packagi nhg speci men
used for the test(s) indicated.

Speci nen No. Test
A stack test
A repetitive-shock vibration test
A flat onto bottom drop test

flat onto |ong side,

flat onto top, drop test

flat onto short side,

bottom corner, drop test

Section |1.

A Drop test - 1.8 m

drop test

drop test

Summary

flat onto the top (face 1) PASS
flat onto the bottom (face 3) PASS
flat onto long side (face 4) PASS
flat onto short side (face 6) PASS
bottom corner (5-2-3) PASS
B. Leakproofness test -
restrai ned under water/soap over seans
C. Internal pressure test/Hydrostatic pressure test (liq.)

D. Stacking test - static load, 2,000 I b, 24 hr

E. Vibration standard - repetitive-shock

3.8 Hz., 1 hr

F. Water resistance test (fiberboard box)

G Conpatibility test (lig.

in plastics)

rotary notion

PASS

N A
N A

PASS

PASS
N A

N A



RN:  DLAWO03A
Test Results (continued)
Section Ill1. D scussion

A. Drop test: 49 CFR 8§178.603
___cold conditioned (0° F, 72 hr)
X anbient conditions ( ~72° F)

____standard conditions (50% RH & 23° O

Orientation Resul ts

Fl at onto box bottom (3) Pass/ No | eaks/rupture; entire
contents retained

Flat onto box |ong side (4) Pass/ No | eaks/rupture; entire
contents retained

Flat onto box top (1) Pass/ No | eaks/rupture; entire
contents retained

Fl at onto box short side (6) |Pass/No |eaks/rupture; entire
contents retained
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Di agonally onto bottom joint |Pass/No | eaks/rupture; mnor crushing
corner (5-2-3) of the 5-2-3 corner; contents
retained conpletely within the box

For each orientation for the drop test, a quick release hook fixed to
an overhead crane was used to lift the container for each 1.8 mdrop
The inpact surface was a 3% inch steel plate bolted to the concrete
floor.

In conducting the drop test, all five drops (flat bottom flat |ong
side, flat top, flat short side, and bottom corner) were perforned on
t he sanme configuration. The decision to use the same contai ner
(configuration) for all five drop orientations was based on the
relatively mnimal damage denonstrated during previous testing of

pl ywood boxes with different inner containers or articles. Five drops
per configuration exceeds 49 CFR 8§178. 603 requirenents, as well as
both UN and ASTM recommendations (i.e., one drop on a side or corner
per box). The use of one configuration for nmultiple tests and drops is
DOD policy as stated in DLAD 4145. 41/ AR 700- 143/ AFJ1 24- 201/ NAVSUPI NST
4030. 55A/ MCO 4030. 40A, Packagi ng of Hazardous Material. Also per this
policy, any failed orientation(s) can be repeated using another
configuration

B. Leakproofness test: 49 CFR 8178.604
N A.  The | eakproof ness test was not conducted on the box, because the
packagi ng is not intended for the contai nment of |iquids.

C. Internal Pressure/Hydrostatic Pressure test: 49 CFR §178. 605
N A Testing for the maintenance of internal pressure is not required
for this configuration. See note on page C2.



RN:  DLAWO03A
Test Results: Section Il (continued)

D. Stacking test: See 49 CFR §178. 606.
____standard conditions (23° C & 50% RH)
X anbient conditions (_~72° F )
~__high tenperature conditions (104° F)

No. | Length | Type Load/ For ce | Peak Resul ts Stability
For ce Mai nt ai ned?
A |24 hr Static|2,000 Ib N A | bf Pass Yes

A static top load (2,000 Ibs) was used for the stack test, because it
could hold the |l oad constant for the required 24-hour tineframe. The
total top | oad applied on the enpty box was greater than the m ni num
requi red for one box based on the outside box height and the gross
packaged weight. The top load was to sinulate a stack of identica
packagi ngs that m ght be stacked on the packagi ng during transport.

E. Vibration test: See 49 CFR 8§178.608.

No. Frequency Dur ati on Resul ts

A 3.8 Hz 1 hr Pass. No | eakage, rupture, or damage

To be in conpliance with U S. Departnment of Transportation standards
for packagi ngs bearing the United States mark (USA) as a conponent of
t he packaging certification marking (49 CFR 8173.24a(a)(5)), the
vibration test was performed, as a neans to determ ne capability. The
test was conducted as prescribed by ASTM D 999, nethod A2 (Repetitive
Shock Test (Rotary Motion)). The test was run for 1 hour, using the
pl ywood box packagi ng. The packagi ng was tested using a 2,000-Ib
vibration table (rotary notion) that had a 1-inch-vertical double
anpl i tude (peak-to-peak displacenent) such that the packagi ng was
raised fromthe platformto such a degree that a piece of stee
strapping (1.6 mm could be passed between the bottom of the package
and the platform

F. Water resistance (Cobb Method) test (fiberboard): NA

G Conpatibility test (plastics packagings only): NA



RN:  DLAWO3A
Test Per sonne

The foll ow ng personnel perforned the aforenentioned testing, or had a
role in the testing, evaluation, and/or docunentation, as reported
herein-- Richard D. LaFave, Sanuel Baroody, Bruce W Sanson,

Timothy L. Reimann, and Karen K. Ki nsey

Ref er ences

A. Title 49 Code of Federal Regulations, Parts 106-180,
Spring 2001, current as of 12 Jan 01

B. International Air Transport Association Dangerous Goods
Regul ati ons, 40th edition, 1 January 1999

C. ASTM D 4919, Specification for Testing of Hazardous Materials
Packagi ngs.

D. ASTM D 999, Standard Method for Vibration Testing of Shipping
Cont ai ners.

E. ASTM D 951, Standard Test Method Water Resistance of Shipping
Cont ai ners by Spray Met hod.

F. TAPPI Standard: T 441 Water Absorptiveness of Sized
(Non- Bi bul ous) Paper and Paperboard (Cobb Test).

G Recommendations on the Transport of Dangerous CGoods, sixth
revised edition, United Nations, New York, 1990.

H.  DLAD 4145. 41/ AR 700- 143/ AFJI 24-201/ NAVSUPI NST 4030. 55A/
MCO 4030. 40A, Packagi ng of Hazardous Material, 23 Jul 96

. AFJMAN 24-204/ TM 38- 250/ NAVSUP PUB 505/ MCO P4030. 19G DLAI 4145. 3,
Preparing Hazardous Materials for Mlitary Air Shipnments, 1 Mar 97

Equi prent
Calibration
Seri al Expiration
Item Manuf act ur er No. Dat e
2,000-1b vibration table L.A B G23605 see note
Skaneat el es, NY
30, 000-1 b conpression tester Gaynes Engr. Co. &0950 4/ 02
Franklin Park, IL
rel ease hook Gaynes Engr. Co. 18211-1 N R

Franklin Park, IL

Note. Equipnent is calibrated in accordance with International Safe Transit
Associ ation test equi pnent verification requirenents.

5



RN:  DLAWO03A
Appendi x A
Test Applicability

Pass/fail conclusions were based on the particul ar box specinens, test
| oads, and the limted quantities submitted for test. Extrapolation
to other materials, other manufacturers, other applications, different
i nner packagi ngs, container sizes, or lesser inner quantities is the
responsibility of the packagi ng desi gn agency or applicabl e higher
headquarters. Extrapolation of test results based on |l ess than the

m ni mrum r ecommended nunber of test specinens is also the
responsibility of the packagi ng desi gn agency or applicabl e higher
headquarters.

Testing was perforned per Title 49 Code of Federal Regul ations.

Performance testing was undertaken and conpl eted at the request of an
agency responsi ble for shipnment of the dangerous good(s). The

conpl etion of successful required performance tests does not, by
itself, authorize the marking and transportation of the dangerous
good(s). Applicable nodal regul ati ons shoul d be consulted concerning
the relationship of performance testing conpleted and the dangerous
good(s).

The required performance tests are intended to evaluate the

per formance of the packagi ng conponents. The criteria used to

eval uat e packagi ng performance is whether the contents of the
packagi ng are retained within the outer packagi ng, should damage to
t he outer packagi ng occur, and secondly, if any inner packagi ng of
hazardous materials | eaks, ruptures, or is damaged so as to affect
transportation safety. The successful conpletion of the required
tests does not ensure the undanaged delivery or survivability of the
actual comodity/item Separate testing is necessary to assure the
stability of any explosive item

Before a configuration can be certified by the person(s) authorizing
shi pment, the appropriate packaging for the particul ar hazardous

mat eri al s and node of transportation nust be determ ned, and the
item(s) nust be prepared for shipnent per applicable regulations. The
chosen configuration nust have been performance tested in accordance
with the size, the shape, and the weight constraints posed by the
configuration to be certified. The testing reported herein should not
be construed as bl anket certification of any configuration which
sinply uses the performance tested outer box. Packagi ng paragraphs

appl y.



Appendi x B

Test Data Sheet

___gas

RN:

aer osol

SG <£1.2 or solids)

Li qui ds — DLA

Cal cul ati ons

942. 48
1362. 87
1646. 99

943
1363
1647

Section |I. Test Product
Physi cal State: solid X liquid
Anmount Per Cont ai ner:
Item Wight-- 71 Ibs. (6 ea @11.83 | bs)
Tare Weight-- 101 |bs.
G oss Wight-- 172 | bs.
Section Il. Test Paraneters
Drop Height: Ref: 49 CFR 8§178.603
X 1.8m 71 in. (PGI, Il, &III,
_ 1.2 m 47 in. (PGII & I1l, SG <1.2 or solids)
0.8 m 32 in. (PGIII, SG<1.2 or solids)
m __ in. (other, PG , SG )
from- PGI: SGx 1.5 m SGx 59.06 in.
PG I1: SGx 1.0 m SG x 39.37 in.
PGIlIl: SGx 0.67 m SG x 26.38 in.
St acki ng Wi ght Formul a,
Vari abl es I nput s
h hei ght, drun box 21
n # stacked containers ) 0.0.0.0.0.0.0.4
wl weight, drum box 52
w2 weight, bottle/can(w pads) 0.98
w3 weight, inner container 11. 83
gl # inner containers 6
vl max. volume, 1 inner container 1.4
v total volune HXXXXXXXK
w4 weight, item (unpacked) 0
Ws wei ght, absorbent 49
W total weight ) 0.0.0.0.0.0.0.4
C const ant 1
Al Stacking wei ght-PG I ) 0.0.0.0.0.0.0.4
A2 Stacking weight-PG I ) 0.0.0.0.0.0.0.4
A3 Stacking weight-PG I11 XXXXXXXX
All Stacking wei ght, rounded-PG I XXXXXXXX
A21 Stacking weight, rounded-PG Il  XXXXXXXX
A31 Stacking weight, rounded-PG Il XXXXXXXX

DLAVWO3A



RN:  DLAWO3A

Appendi x B (Conti nued)

Section Il. Test Paraneters (continued)
NOTE: Al = (n-1)*(w+(1l.2*v*8.3*0.98))*(c), Packing Goup I
A2 = (n-1)*(w+(1.8*v*8.3%¥0.98))*(c), Packing Goup I
A3 = (n-1)*(w+(2. 7*v*8.3*0.98))*(c), Packing Goup III
Al = stacking weight in pounds, PG I
A2 = stacking weight in pounds, PG II
A3 = stacking weight in pounds, PG II
N = (118/h), m ni mum nunber of containers that when stacked, reach a height of 3 m
w = wl+(w2*qgl) *(w3*ql) *w5, total weight in pounds
v = vl*ql, total vol une
C = either 1.5 (the conpensation factor that converts the static |oad of the

stacking test into a |l oad suitable for dynam c conpression testing),
or 1.0 (static top |oad)

Section Il11. Equival enci es of Liquids

Specific Total (Each) Gross Wight Test Wi ght

Gavity Amount per (pounds) (ki | ogr ans)
see note 1 Cont ai ner
wat er 1.0 1.01b (11.8) 172.0 78.18
PG | 1.2 .2 1b (14.2) 186. 2 84. 64
PG I 1.8 127 8 Ib (21.3) 228. 8 104.0
PG I 2.7 191.7 I'b (31.9) 242. 7 133. 05

Note 1. Equivalent specific gravity derived fromdrop height as
follows-- PG factor x density (or SG = drop height, thus
SG = drop height/PG factor (49 CFR §178. 603)

PG I: 1.5 mx SG=1.8 m thus SG= 1.2
PG I1: 1.0 mx SG=1.8m thus SG= 1.8
PGIlIl: 0.67 mx SG=1.8 m thus SG = 2.7

Unl ess otherw se conputed for nore dense liquids, water (SG = 1) represents a solution
having a specific gravity of 1.2 or |ess.



RN:  DLAWO03A
Appendi x C

Packagi ng Data Sheet

Section |I. Exterior Shipping Container
Packagi ng Category: single X conbination _ conposite
UN Type: Plywood boxes (49 CFR §178.514) UN Code: 4D

Specification No.: PPP-B-601; Style A, Ceated plywod box with
skids; 52 Ibs.; 28" x 20" x 16" (ID); 30¥ x 22% x 21" (QOD)

Manuf acturer: Defense Distribution Region East Susquehanna, West
Cont ai ner Fabrication Branch, Mechani csburg, PA 17055

Dat e(s) of Manufacture: March 2001

G osure Method: The outer plywod box was seal ed using 8 penny cenent
coated sinkers. The box was then banded with 2 girthw se and 2
I engt hwi se flat steel straps, 3% by 0.023". (See draw ng)

Cushi oni ng/ Dunnage: cellul ose fiber (approx. 49.0 |bs)

Addi tional Description:

a. A 32" x 28" x 48" gusseted 4-M|-poly bag was first placed in the
pl ywood box for the purpose of encapsul ating the absorbent and the
test product. Approximately 2% inches of firmy-packed, |oose-fill
absor bent cushioning was placed in the bottomof the box. Six cans

were placed on the absorbent. Mre |oose-fill absorbent was then
firmy packed around, and over the cans. Approximtely 2% inches of

| oose-fill absorbent separated the cans from each other and fromthe
sides of the box. The l|oose-fill absorbent nust be firmy packed,
especially around the cans. 2% inches of firmy packed, |oose-fill
absorbent covered the cans. To pack the |l oose-fill absorbent, the use

of a tanping stick is recomrended.

b. For this configuration, either firmy-packed, fine grade
vernmiculite or either of the followi ng, firnly-packed cellul ose fiber
absor bent products, “HAZMATPAC® Absor bent A-900” or “Absorption
Cor porati on Absorbent GP", can be used without any notable difference
in performance. Inner packagi ngs have a tendency to mgrate if the
|l oose fill material is not firmy packed, especially along the bottom
of the container.

Bag Manufacturer: (Quality Packaging Systenms of Warren, Inc.,
24260-2 Mound Road, Warren, M  48091-5324

Absor bent Manuf acturer: Absorbent GP, 1051 Hi |l ton Ave,
Bel | i ngham WA 98225



RN:  DLAWO03A
Appendi x C (Conti nued)
Section Il. [Inner Packaging/Article
Quantity of Inner Containers: 6 Capacity: 5.6 Quart
Specification Type and No(s).: NA
Type: Tall, round, unlined, paint can with friction ring lid
Manuf acturer/Di stributor: Codes enbossed on bottom not discernable
Material (s): Steel tin plate Date(s) of Manufacture: NA
NSN: N A

Tare Weight (enpty can): 0.88 Ib
0.40 kg

Filled Weight: 11.83 Ib ea

Di nensions: 10.5 in. high; 6.5 in. dianeter

O osure (Method?Type): The can is to be closed using a rubber nallet to
tap the entire friction lid securely in place. The plastic locking ring is
then placed on top of the can. The plastic ring is installed by using a
rubber nmallet to tap the entire ring over the upper edges of the can. Care
must be exercised to avoid denting or creasing the friction-1id can.

O osure Specification Nunber(s): NA

Cl osure Manufacturer: Hazmat Pac, Houston, TX 77023

G osure Dinensions: 5%in. (opening)

Secondary Closure: Hazloc Ring (plastic locking ring)

Secondary C osure Specification Nunmber(s): NA

Secondary C osure Dinensions: 5% inch opening

Additional Information: This test report can only be cited when a HAZLCC
Ring is applied to the cans.

Note. Manufacturer’s certification docunentation sent to DLA, ATTN
DDC J-3/J-4-0, as an attachnment with this hard copy report only. Either
the HAZLCC Ring or the 1CC Ring can be used with the 5.6 quart can.
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Appendi x D
Rati onal e

The equival ent of Packing Goup | (great danger) testing was requested
for a plywod box, having as the intended contents six, 5.6 quart,
round, nmetal cans, with HAZLCC rings. The configuration to be tested
is intended to be applicable to a I arge assortnent of liquid products
contained in netal, round, cans.

For testing, substitution for the actual hazardous lading is permtted
by 49 CFR 8178.602(c). Water can be used as a substitute Iiquid.

Per the requesting activity, cellulose fiber was used as an absorbent
mat eri al and/ or cushi oni ng.

One conbi nati on packagi ng, made to the above described configuration
with 6 cans, was initially subjected to drop and vibration testing as
prescribed in ASTM D 4919. These tests are designed to sinulate the
shock and vi bration a package (configuration) nmay encounter when being
shi pped worl dwi de by truck, rail, or ocean going transport. The order
of testing was vibration, then drop testing. Prior to the rough
handl i ng testing of the packed box, static |oading was performed on
the enpty box. This is a U S. DOT approved nmethod of stack testing,
especi al ly when the conbi nati on packagi ng has w de applications.

D1



Appendi x D (Conti nued) RN:  DLAWO03A

Dr awi ng

FLAT STEEL STRAPPING (7)

; _—— BOXLID, NALED (1)

. HAZLOC SECURITY RING (4 $NCH FILAVENTREINFORCED TAPE (6)
< J
-
= 56T, PANT CAN (3
. CELLULOSE FIBER ABSORBENT (5
S~ ALL SIX CANS ARE EVENLY SPACED, PLSTCLNER 2
\WITH 234 INCHES SEPARATING THE
/"\‘ CANS FROM THE BOX TOP &BOTTOM
s
“/
W PLASTICLINER (2
/ (REQUIRED)
PPP-B-401, STYLE A
CLEATED-PLYWOOD BOX WITH SKIDS 1)
DLAWOO3A
ITEM DESCRIPTION

PPP-B-601, STYLE A CLEATED-PLYWOOD BOX WITH SKIDS, 28 x 20 x16inches (ID)

THE BOXMUST HAVE A PLASTIC LINER, 4MIL POLYETHYLENE, 32 X 28 X 48 INCHES, GUSSETED BAG (REQUIRED)

5.6 QUART, ROUND, METAL PAINT CAN WITHOUT BALL, QTY. 6

HAZLOC brand PLASTIC LOCKING RING

CELLULOSE FIBER ABSORBENT, OR VERMICULITE, A-A-52450

14NCH WIDE, PRESSURE-SENSITIVE TAPE, FILAMENTREINFORCED, 1AW ASTM D5330, TY I

— o oo ro | — | 1

3/4x.023IN. STEEL STRAPPING, FLAT, TYPE 1, FINISH A IAWASTM D 3953
2 GIRTHWISE BANDS, 2 LENGTHWISE BANDS

D2



BOXLID, NALED ()
§ 14NCH FILAMENT-REINF ORCED TAPE,

SEALSCAP ANDBOTTLE, D OVER THE P35

ALL SIXBOTTLES ARE EVENLY SPACED, WITH
$1/2INCHES SEPARATING THE BOTTLES FROM
THE BOX TOP AND BOTTOM

INOVDUALPLASTCBAGS ()
(OPTIONAL)

PLISTCUNER 2
REQURED)

PPPBA0, STYLE A
CLEATED-PLYWOOD BOX WITH SKIDS (1)

FLATSTEEL STRAPPING )

1NCH FILAMENT-REINFORCED TAPE (5}

CELLULOGE FIBER ABSORBENT (4

PLASTCLNER ()

PLASTIC BAGIS FOLDED DOWN,
AND TAPED AROUND THE BOTTLE {5

INDIVIDUAL PLASTIC BAG OVER BOTILE,
IS TWISTED AND TAPED (25

DLAWOOZD

DESCRIPTION

PPP-B-601, STYLE A CLEATED-PLYWOOD BOX WITH SKIDS, 28 x 20 x 20 inches (D)

INDIVIDUAL BOTTLES MAY EACH BE PLACEDIN A4-MIL POLYETHYLENE BAG, 18 X 20INCHES, (OPTIONAL)

THE BOXMUST HAVE A PLASTICLINER, 4MIL POLYETHYLENE, 32 X 28 X 48 INCHES, GUSSETED BAG (REQUIRED)

A4ITER, ROUND, GLASS BOTTLE, QY. 6

CELLULOSE FIBER ABSORBENT, OR VERMICULITE, A-A-52450

NCH WIDE, PRESSURE-SENSITIVE TAPE, FILAMENT-REINFORCED, 1AW ASTM D530, TV

314 023IN. STEEL STRAPPING, FLAT, TYPE 1, FINISH A, 1AW ASTM D 3353
2 GIRTHWE BANDS, 2 LENGTHWISE BANDS




